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XIONGCHENG PLASTIC TOYS CO., LTD.
JINSHANDING INDUSTRIAL PARK,
CHENGYANGGANG, LIANXIA TOWN,
CHENGHAI DISTRICT, SHANTOU CITY

The following samples were submitted and identified by/on behalf of the client as: TOYS CAR

Style / ltem No. . 95008, 33008, 36008

Country of Origin : CHINA

Sample Receiving Date - MAY 31, 2007

2" Submission Date . JUL 17, 2007

Further Information Date :JUL 18, 2007

Testing Period :MAY 31, 2007 TO JUL 18, 2007

Test Requested . Todetermine the Cadmium Content in the submitted samples in accordance

with the EEC Directive 91/338/EEC.

Test Method : With reference to EN1122: 2001 method B / Other acid digestion.
Analysis was performed by Atomic Absorption Spectrometer.

Results . Please refer to next page(s).

Conclusion :  When tested as specified, the composite samples comply with the Total
Cadmium Reguirement of the EEC Directive 91/338/EEC,
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Signed for and on behalf of
SGS-CSTC Ltd.

Li Ying, Susan
Section Manager
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Resuilts:
1 2 3 4 Limit
Cadmium Content N.D. N.D. N.D. N.D. 100 ppm
5 5} 7 8 Limnit
Cadmium Content N.D. N.D. N.D. 14 100 ppm
en iption:
1. Pink plastics (Body) + Multicolor printed & plastic laminated paper label + White plastics (Windshield)
2. Black plastics (Chassis)
3. Blue plastics (Gear)
4. Silver coating + Black coating
5. Multi-color printed brown corrugated paper board + Transparent plastic sheet (Window) + Lt. flesh plastics
(Fastener)
€. Flesh plastics (Seat & accessories)

=

Black plastics (Wheels)

w

Black plastics (Wheelbox)

Note: - ppm=mgkg
- N.D. = Not Detected (< 5 ppm)
- Resunﬁshmnarenfﬂmmwmghtnfdwmplﬁ_
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Sample Photo:

SGS authenticate the photo on original report only

*** End of Report ***
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